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Date:September 09,2022

SHIJIAZHUANG OAK DOER IMP. & EXP. CO.,LTD.

RM 103,UNIT 2,NO.2 BUILDING,ZIGE COMMUNITY,NO.358 XINSHI
MIDDLE.RD,SHIJIAZHUANG,HEBEI,CHINA

THIS REPORT IS TO SUPERSEDE TEST REPORT NO.SL12201310354901TX DATE: 2022-09-08 ISSUED

BY SGS (Tianjin), ORIGINAL REPORT WILL BE INVALID FROM TODAY.
SAMPLE INFORMATION.

UPDATED

The following sample(s) was/were submitted and identified on behalf of the client as:

Sample Description

Buyer

Brand

End Use

Fabric Width
Fabric Weight
Ref. No.

Style No.

Order No.
Category
Supplier

Country of Origin
Country of Destination

Proposed Care Instruction :

Sample Receiving Date
Testing Period
Test Result(s)

Test Performed

Conclusion

Woven fabric: 97%Cotton 3%Spandex Canvas in capulet olive
[(16+16)*(16+70D),120*50]

(A)workwear
(A)138
(A)270

item NO.:35830-35835 Size:S-3XL

Shijiazhuang Oak Doer imp.& exp. Corp.
China
Italy

AR

Sep 05, 2022
Sep 05, 2022 - Sep 08, 2022

Unless otherwise stated the results shown in this test report refer only to the
sample(s) tested, for further details, please refer to the following page(s).

Selected test(s) as requested by applicant

A Remark

Dimensional Stability To Washing PASS

Abrasion Resistance
Tearing Strength
Tensile Strength

Remark(s) :

PASS
PASS
PASS

PASS=Meet Client's Requirement
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Signed for and on behalf of
SGS-CSTC Standards Technical Services (Tianjin) Co., Ltd.
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Zoey Zhu (Account Executive)
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Test Result

Dimensional Stability To Washing

(1SO 3759:2011/1SO 5077:2007/1SO 6330:2021;Using horizontal axis, front-loading type machine; Procedure
No.4N, Machine Wash At 40°C; with 2.0+£0.2kg total dry mass (Type lll (100% Polyester) Ballast+ Specimen) and
'ECE(A)' detergent+ Sodium Perborate+ TAED, Line Dry, Cool Iron)

After 5 Washes

- Unit A Requirement
Lengthwise % -2.5 +/-3%
Widthwise % -1.4 +/-3%

Remark: (+)Means Growth; (-)Means Shrinkage

Abrasion Resistance

(1SO 12947-2:2016;Martindale Abrasion & Pilling Tester, Pressure: 9kPa)

As Received

- Unit A Requirement
at least
The quoted result Rubs >20000 20000rups
Tearing Strength
(ISO 13937-2:2000)
As Received
- Unit A Requirement
Warp/Length Yarns Torn N 27 Min.25N
Weft/Width Yarns Torn N 61 Min.25N
Tensile Strength
(ISO 13934-1:2013;Strip method)
As Received
- Unit A Requirement
Warp/Length N 1100 Min.500N
Weft/Width N 660 Min.500N

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at htt /Iwww s s com/en/Terms-and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic -/lwww.sgs.com/en/ Terms-and-Conditions/Terms-e-Document.aspx.
Attention is drawn to the limitation of liability, Indemnlflcation ané urisdiction issues defined therein. Any holder of this document Is
advised that information contained hereon reflects the Company's findings at the time of its intervention only and within the limits of
Client's instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, fcrgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.

Attention: To check the authenticity of testing /inspection report & certificate, please contact us attelephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com

|

SGS Mansion, No.41, The 5" Avenue TEDA, Binhai New Area, Tianjin, China 300457 t (86-22) 65288413 WwWw.sgsgroup.com.cn
hE - REHRENREFEAFLRELAHNSSCSAE  H%H 300457 t (86-22) 65288413 sgs.china@sgs.com
|

Member of the SGS Group (SGS SA)

S

Lf; Inspection & Testing Services <5




T
Test Report SL12201310354901TX-1 Date:September 09,2022 Page 4 of 4

Sample Photo
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The statement of conformity in this test report is only based on measured values by the laboratory and does not
take their uncertainties into consideration.

***End of Report***
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